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Testing Executive

GENESIS DAIICHI SDN. BHD.
Mo. 36-1 (Tingkat Atas)

Jalan Dataran Kemuning 2
Dataran Kemuning

70450 Seremban

Megern Sembilan

- zame as abowve -

ANTI-STATIC BAGS (ALL TYPES)

ASTM DE6S98&: 2013 = Standard Guide for Determination of
Thickness of Plastic Film Test Specimens

Please refer to Figure 1 in Page 2 of this test report.
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The test result of the submitted test sample is described in Page 2
of this test report.
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(Rahmad Abd Shukor)

Head

Plastics and Composite Materials Section
Testing Services Department




